
Table B1.1:  Durability of hot dip galvanised coatings according to EN ISO 10684: 2011-09 for coatings with mean 
thickness of minimum 50 μm 

Corrosivity 
category 

Corrosivity Durability 

Thickness according to EN ISO 10684: 2011 chapter 8.3 ≥ 50µm in average 

Durability [years] 

C1 Very low 5001) 

C2 Low 751) 

C3 Medium 25 

C4 High 12,5 

C5 Very high 5 

CX Extreme 2 

1) Durability of coating thickness. Working life of fastener according to EAD 330232-00-0601 section 1.2.2




